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GENERAL

This Policy and Procedure Directive supersedes P.P.D. No. 90-1.

The following information is provided to assist those involved in the preparation and
submittal of asphaltic concrete mix design proposals in accordance with the requirements of the
Specifications.

Metric (SI) units and values are given in this Policy and Procedure Directive with English
units and values following in parentheses. Values given for metric and English units may be
numerically equivalent (soft converted) for the associated units, or they may be given as rounded
or rationalized values (hard converted). Either the metric or English units along with their
corresponding values shall be used in accordance with applicable specifications.

REQUIREMENTS FOR MIX DESIGN LABORATORIES

To insure that testing laboratories are capable of performing all asphaltic concrete mix
design testing in conformance with the appropriate test procedures, laboratories wishing to
perform asphaltic concrete mix design testing must have had an equipment and procedural
inspection by Department personnel to demonstrate mix design testing. Any deficiencies found
shall be corrected before mix designs will be accepted. Arrangements for laboratory inspections
may be made by contacting the Materials Section Quality Assurance Engineer.

Mix design laboratories must satisfy the requirements of the Arizona Department of
Transportation "System for the Evaluation of Testing Laboratories".
















